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Pressure film helps improve filter 
manufacturing
In the current economic climate it is 
more important than ever that the 
raw materials used to make a prod-
uct be processed in the most effec-
tive and efficient manner possible. 
This economic reality also applies to 
converting acetate tow into cigarette 
filters. To accurately and cost effec-
tively process acetate tow into ciga-
rette filters, precise pressure mea-
surement between the contacting 
rollers (the nip) is essential. Pressure 
measurement at the nip is easily and 
cost effectively performed with pres-
sure indicating film, which improves 
filter quality while reducing material 
utilizations. Sensor Products of New 
Jersey, USA, offers such a film—
Pressurex. 

Acetate tow is produced and 
packaged in a very compact form to 
facilitate handling and shipping. The 
tow band must then be processed to 
increase its bulk before being made 
into cigarette filters. The average 
acetate tow band consists of 12,000 
tightly packed individual fibers. 
These fibers are very small and must 
be handled carefully during process-
ing. The fibers are so minute that 
one fiber rolled out to 9,000 meters 
(approximately 5.6 miles) weighs as 
much as five small paper clips. 

Sufficient pressure application at 
the nip during tow processing is 
essential. If the nip roll pressure is 
insufficient, the tow will slip through 
the system and fail to process prop-
erly. Improperly processed tow will 
not efficiently fill the cigarette filter 
and will require additional acetate 
tow to be added to the filter. This 

additional material adds weight to 
the final filter, which, in turn, costs 
more money and lowers efficiency.

The tow moves through processing 
from right to left and the roller sets 
consisting of one steel roll and one 
rubber roll hold the tow firmly via 
pressure. The roller sets operate at 
different speeds creating a “stretch-
ing” action that expands or “opens” 
the tow. This creates an efficient and 
cost-effective cigarette filter.

While there are air pressure gaug-
es on the processor with standardized 
settings, they do not ensure sufficient 
consistent pressure between rollers. 
Pressurex pressure indicating sensor 
film measures the force between the 
rolls easily and without damaging the 
rolls. Strain gauges and load cells are 
time consuming and difficult to use 
and they may damage the rollers dur-
ing the measurement process. 

Simply place the pressure indi-
cating sensor film between the tow 
processor nip rolls, apply pressure 
and remove it. The film reveals the 
pressure distribution profile that 
occurred between the two rollers. 
(Note: Do not impact load the film. 
Close the rolls and slowly feed the 
film through.)

Pressurex is a Mylar-based film 
that contains a layer of tiny micro-
capsules. The application of force 
upon the film causes the micro-
capsules to rupture and the film 
to instantaneously and permanently 
change color directly proportional to 
the actual pressure applied. Precise 
pressure magnitude is easily deter-
mined by comparing color variation 
results to a color correlation chart

The film is extremely thin (4-8 

mils), which enables it to conform 
to different types of curved surfaces. 
It works just as effectively on the 
threaded roll on the tow processing 
unit as the smaller smooth nip rolls 
at the beginning of the tow “open-
ing” process. Additional force analy-
sis of the film, which renders high-
resolution color-calibrated pressure 
maps, is also available from Sensor 
Products.

For more information, contact 
Sensor Products Inc. Telephone:  +1 
973 884 1755; e-mail: info@sensorprod.
com; www.sensorprod.com.  —Harry T. 
Loftin Jr. 
 
Correction
In the Now Available section of our 
August issue, Tobacco Reporter acciden-
tally printed the wrong image next to 
an article about FlexLink’s new spiral 
elevator. 

The August photo portrayed a belt 
manufactured by Belt Technologies 
Europe. Below is the Flexlink photograph 
that should have been published.
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